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Summary:


Plastering renders aestheticism as well as functionality in a structure. It is basically a form of surface finishing that is a coating of cement mortar, lime or mud depending on the type of plastering.
Different types of plastering include Cement Plastering, Lime Plastering, Mud Plastering and Stucco Plastering. The different types are chosen as per suitability in case of the structure in question. Certain materials such as a particular binding material (cement, lime or clay), a fine aggregate, water and additives are used for preparing the paste that is used for plastering.
One must follow certain regulated steps to ensure a good quality plasterwork. The surface to be plastered requires certain forms of treatment prior to being plastered. The surface in question may require a single or several coats of plaster as per specifications. Each coat requires certain individual cares that must be executed to ensure proper features of the plaster.
Disregarding the prescribed methods may result in defective plasterwork. Some of these are due to faults in mixing, some are caused by lack of care during applying subsequent coats and some result from unsatisfactory workmanship.
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